
 

 

(November 17, 1997) 1 
Reinforced Slope 2 
The Contractor shall provide a Manufacturer’s Certificate of Compliance to the 3 
Engineer, including polymer type in addition to all information as specified, for all 4 
quantities of reinforced slope geosynthetic material, including primary and 5 
secondary reinforcement materials, and erosion mat material when specified in the 6 
Plans. 7 


