
(August 3, 2009) 1 
HMA mixture accepted by statistical or nonstatistical evaluation that is used in 2 
traffic lanes including lanes for ramps, truck climbing, weaving, speed change and 3 
shoulders having a specified compacted course thickness greater than 0.10-foot, 4 
shall be compacted to a specified level of relative density. 5 


