
(April 4, 2011) 1 

Precast Reinf. Conc. Split Box Culvert 2 

Portland cement shall conform to Section 9-01. 3 
 4 
Aggregate for portland cement concrete shall conform to Section 9-03.1. 5 
 6 
Steel reinforcing bar, wire, and mesh shall conform to Section 9-07. 7 
 8 
Concrete curing materials and admixtures shall conform to Section 9-23. 9 
 10 
Water shall conform to Section 9-25.1. 11 
 12 
Elastomeric gaskets shall conform to ASTM D 1056 Type 2 Class C Grade 1. 13 
 14 
Grout shall conform to Section 9-20.3(2). 15 


