
 

 

(August 3, 2009) 1 
Coated Chain Link Fence 2 
Chain link fence fabric shall be hot-dip galvanized with a minimum of 0.8 ounce per 3 
square foot of surface area. 4 
 5 
Fencing materials shall be coated with an ultraviolet-insensitive plastic or other inert 6 
material at least 2 mils in thickness.  Any pretreatment or coating shall be applied in 7 
accordance with the manufacturer's written instructions.  The Contractor shall provide 8 
the Engineer with the manufacturer's written specifications detailing the product and 9 
method of fabrication.  The color shall match Federal Standard 595 color number *** 10 
$$1$$ ***, or be as approved by the Engineer. 11 
 12 
Samples of the coated fencing materials shall be approved by the Engineer prior to 13 
installation on the project. 14 
 15 
The Contractor shall supply the Engineer with 10 aerosol spray cans containing a 16 
minimum of 14 ounces each of paint of the color specified above.  The touch-up paint 17 
shall be compatible with the coating system used. 18 


